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Demagnetization Curves of Sintered Nd-Fe-B Magnets

Tri-Neo-33EH

Remanence 

Coercivity 

Br 

Hcb 

Hcj 

(BH)ma x 

11.4 ~12.2 KG S 

KOe 

KOe 

 

31 ~ 35 MGO e 

SI CGS

1.14 ~1.22 T 

≥851 ≥10.7 

≥30 

KA/ m 

≥2388 KA/ m 

247 ~ 279 KJ / m 
3 Maximum Energy Product  

kA/m

kOe 0

0500

510

1500

15

1000

20
00

.55

110

C
G

S

S
I

CGS

SI

1.515

kG T

180
O

C

150
O

C

100
O

C

20
O

C

.2 C
G

S
(M

G
O

e)

.4

.6

400SI(kJ/m3) 80160240320Energy Product

Permeance Coefficient:(SI B/0H,CGS:B/H)
.8 1 1.2

10

20

30

40

50

Tridus brochure(3) 07 CN  8/9/07  4:56 PM  Page 17


